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ABSTRACT 

A two-phase mercury corrosion loop was operated for 1147 hr at a peak liquid tem- 
perature of 1075' F (858 K). The loop was constructed of the cobalt-base alloy HS-25 
(L-605). The maximum corrosion occurred in the boiler inlet near the point where two- 
phase flow began and the liquid temperature peaked. The loop results were compared 
with corrosion capsule tests and other loops of the same alloy. The corrosion markedly 
exceeded that found in either the reflux capsules or  low-flow-velocity loops operated at  
the same temperature. 
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A two-phase, forced-convection loop was  used tcj study corrosion in a mercury 
boiler. The loop was a monometallic, tubular flow circuit constructed of the cobalt- 
base alloy HS-25 (L-605). In the boiler, the peak liquid temperature was  1075' F 
(858 K), and in the superheater, the vapor temperature was 1300' F (977 K). The loop 
was operated for a total of 1147 hours with a liquid velocity of about 8 feet per second 
(240 cm/sec) at the boiler inlet. 

A maximum penetration depth of 10 mils ( 2 . 5 ~ 1 0 - ~  cm) occurred near the boiler in- 
let where two-phase flow began and the liquid temperature reached its peak value. In 
this region, the potential for dissolutive attack was the greatest because of the exponen- 
tial increase of the solubility of the alloy elements with temperature. The attack was by 
selective solution (leaching) of mercury-soluble elements. The leached layer was a 
residue composed chiefly of the relatively insoluble compounds, Co3W and carbides of 
the MgC-type structure. 

The loop data were compared with data obtained with mercury reflux capsules and 
other loops of the same alloy operated at approximately the same temperature in the 
zone of maximum attack. In this loop, the maximum penetration markedly exceeded 
that found in either the reflux capsules or  low-flow-velocity loops. This result was as- 
cribed to the effect of liquid flow velocity on the corrosion rate during a critical initial 
stage of the corrosion process. Further comparison with HS-25 reflux capsule data led 
to inferences concerning the corrosion mechanisms in the loop. In addition to the corro- 
sion processes in the region of maximum attack, other complex mass transfer phenom- 
ena found in the loop are discussed. 

system by means of which pertinent aspects of the mercury flow pattern were deter- 
mined. 

A prominent role in the analysis of the loop results was played by an X-ray image 



INTRODUCTION 

Mercury is one of the working fluids applicable to nuclear-powered Rankine cycle 
turboelectric systems for space use. In the SNAP-8 system, for example, mercury 
vapor drives a turbogenerator to produce from 30 to 100 kilowatts of electric power 
(ref. 1). Because of this potential use of mercury, studies have been directed toward 
understanding mercury corrosion processes (refs. 2 to 4).  A recent series of reflux 
capsule experiments (ref. 4) revealed the existence of significant changes in the rate- 
controlling processes that occur during mercury corrosion. A number of low-velocity, 
two-phase loop experiments revealed corrosion effects and deposit accumulations that 
have adverse effects on loop performance (refs. 5 to 7). In addition, previous work 
demonstrates the effect of liquid velocity on corrosion rates in forced-flow loops (see 
refs. 8 and 9). 

The purpose of the loop experiment described herein was to contribute to the under- 
standing of corrosion processes that are likely to arise in a two-phase forced-flow mer- 
cury boiler. Close attention was focused on the effect of high liquid velocity on the cor- 
rosion rate. The material for this loop study, the cobalt-base alloy HS-25 (L-605), was 
selected because the results could be readily compared with previous data from refluxing 
capsules such as that reported in reference 4.  

The corrosion loop described herein produced long periods of stable performance. 
Consequently, many of the problems that might have hindered the interpretation of re- 
sults, such as boiling instabilities, frequent flow fluctuations, and copious liquid en- 
trainment effects, did not occur. The loop was operated for 1147 hours at a peak liquid 
temperature of approximately 1075' F (858 K) and at an average liquid velocity of 8 feet 
per second (240 cm/sec). The significant features of loop design and performance and 
the results of post-test examination are described herein. 

A P PAR ATU S 

General Descript ion of Loop 

The mercury loop consisted of the following major components: preheater, boiler, 
superheater, vapor throttle, condenser, condensate column, electrodynamic mercury 
pump, and flowmeter, as shown in figures 1 to 3. The material of construction was 
HS-25 (L-605), a cobalt-base alloy. For most of the loop, the material was used in the 
fully annealed condition; however, in.the boiler-superheater, the material was cold 
worked by a swaging process used to fabricate a helical groove. The weight percent 
composition of a typical sample of HS-25 was cobalt, 52; chromium, 19.5; tungsten, 
14.4; nickel, 9.75; manganese, 1.45; iron, 1.34; silicon, 0.52; carbon, 0.10; phos- 
phorus, 0.0003; and sulfur, 0.0003. 
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0 Principal thermocouple locations 
A Pressure transducer locations - mercury pump 

Figure 1. - Two-phase mercury corrosion loop. 

Figure 2. - Front view of mercury corrosion loop. 
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Figure-& - Condensate end of mercury loop (condenser exit water-cooling jacket was added 
as outlined). 
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After fabrication and vacuum pumpdown, the loop was  charged with triple-distilled 
mercury. The mercury was heated by electrical heater elements (f i  
preheater, boiler, and superheater. The condenser was cooled by r 
(air) convection. At the exit end of the condenser, a water-jacketed channel subcooled 
the liquid mercury before it reentered the pump and preheater. 

the use of an X-ray photographic image system for viewing boiling and condensing flow 
patterns (see fig. 2). An X-ray traverse apparatus permitted scanning and examination 
of any part of the loop from the boiler inlet through the condenser exit. At  regular inter- 
v a l ~ ~  fluorographic motion-picture records were made of boiler-superheater and con- 
denser scans for future study. 

4) surrounding the 
ation and natural 

The physical arrangement and design of the loop components were tailored to permit 

Figure 4. - Cutaway mockup of insulation and electric heater element used to heat loop boiler-superheater. 

Boiler-Superheater Details 

The boiler-superheater consisted of thin-walled tubing having a swaged he ica 
groove along its entire length. The material was cold worked during the swaging process 
and was not subsequently heat treated. A typical boiler-superheater section is shown in 
figure 5. The pitch of the helical groove was 1/8 inch (0.32 cm), and the inside diameter 
of the groove was slightly greater than 1/8 inch (0.32 cm). One continuous length of 
helically swaged 0.25-inch- (0.64-cm-) outside diameter by 0.020-inch- (0.051-cm-) 
wall tube comprised the boiler-superheater. The boiler was a straight 90-inch- (228- 
cm-) long section inclined by about 7' with the horizontal from inlet to outlet as indicated 
in figure 1 (p. 3). The superheater was  a curved 25-inch- (64-cm-) long section with a 
radius of about 9 inches (23 cm) beginning at the boiler outlet (see figs. 1 and 2). 
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Figure 5. - Typical section of helically swaged tube used in mercury loop boiler and superheater. 

The swaged helical groove in the boiler-superheater was provided to help separate 
the liquid mercury from the mercury vapor phase. This method of phase separation 
was particularly suited to X-ray scanning. 

The inlet end of the boiler contained a 6-inch- (15-cm-) long, 0,125-inch- (0.318- 
cm-) diameter cylindrical insert. The insert f i t  tightly inside the swaged boiler tube, 
and the resultant flow channel was a helical passage around the insert. The purpose of 
the insert was to reduce the flow cross section and thereby increase the liquid velocity 
in the boiler inlet. This device helped improve boiler performance by enhancing phase 
separation by centrifugal action of the liquid in the nucleation zone. 

thereby impair performance. A chemical cleaning procedure was therefore followed to 
remove contaminants from all loop components (appendix A). 

Surface contaminants .in the boiler-superheater could inhibit mercury wetting and 

Instrumentation 

Thermocouples were spot welded to the surface of the loop tubing. Along the boiler- 
superheater the thermocouples were attached to the tube in the essentially adiabatic space 
between heaters and covered with quartz fiber insulation. The locations of the principal 
thermocouples are identified in figure 1. Additional thermocouples were included for 
heater power control and automatic shutdown in case of excessive temperature excur- 
sions. All significant temperature measurements were made by means of platinum - 
platinum- 13 -percent- rhodium thermocouples. 

transducers. The transducers were connected to the loop with 0.125-inch- (0.318-cm-) 
outside diameter, small-bore HS-25 tube. The pressure transmission tubes were welded 

Pressure measurements were obtained with unbonded, strain-gage-type pressure 
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to the loop at the locations indicated in figure 1. The previously mentioned insert in the 
boiler inlet was actually an  extension of a pressure transmission tube used to measure 
pressure in the boiler near the inlet. 

The flowmeter consisted of 12 feet (3.7 m) of tubing of 0.125-inch (0.318-cm) out- 
side diameter by 0.0625-inch (0,159-cm) inside diameter. The flow rate was determined 
by the pressure difference between the flowmeter inlet and exit. The relation between 
the pressure loss in the flowmeter tube and the flow rate was obtained by direct calibra- 
tion. 

OPERATION AND PERFORMANCE 

Principal temperature and pressure conditions in the loop were set to correspond as 
closely as possible to those contemplated for the SNAP-8 system boiler -superheater 
(ref. 1). The flow rate and liquid velocities in the loop were chosen to satisfy experi- 
ment a1 requirements . 
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Figure 6. - Temperature profile in mercury loop. 

Interest was centered on the boiler inlet where the greatest corrosive attack was 
anticipated. Care was taken to ensure that the saturation temperature at the location of 
the boiling interface remained essentially constant throughout the run. 

boiler inlet temperature, pressure, and flow rate with test time are plotted in figure 7. 
The temperature profile of the loop is shown in figure 6. The variations of the 
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Figure 7. - Pressure, flow rate, and saturation temperature histories of mercury corrosion run. Vertical 
lines indicate shutdown-startup breaks in run continuity. 

Two-Phase Flow Conditions 

The average mercury flow rate was 84 pounds per hour (0.0105 kg/sec). Corre- 
sponding to this flow rate was a liquid velocity of about 3 feet per second (90 cm/sec) in 
the liquid-filled helical channel around the insert in the boiler inlet zone. This velocity 
was  calculated with the assumption that no axial 'leakage flow existed in the insert zone. 
This assumption was  reasonable because of the tight f i t  between the insert cylinder and 
the swaged boiler tube. The latter (downstream) half of the insert helix contained simul- 
taneous liquid and vapor flaw. Accordingly, the liquid velocity changed with the inception 
of concurrent liquid-vapor flow. Near the end of the insert, the average liquid velocity 
during the run was approximately 8 feet per second (240 cm/sec). This velocity is an 
estimate based on a slip ratio of 3 and a vapor quality of 0.033 at the insert end. The 
slip ratio and quality correspond closely to the observed void fraction of approximately 
0.5. (The quality quoted was based on actual heat-balance measurements.) During about 
the first 40 hours of the run, the velocity in the insert zone was about 6 feet per second 
(180 cm/sec). This velocity is significant in view of the velocity effect discussion given 
in the section Corrosion mechanisms. 

Past the end of the insert, X-ray observation showed that the liquid stream persisted 
in following the helical path along the groove. For this phenomenon to occur, the helical 
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f t  position from time to ti 

the condenser exit to the pump inlet, the temperature of the mercury was 80' F (301 K). 
The condenser exit (vacuum) pressure was between 10 and 100 torr. This pressure was 
attributed to noncondensable gases that accumulated in the loop. Periodically, a vacuum 
port over the condensate column was opened to draw off these noncondensables. 

Two-Phase Flow Patterns Observed by X-Ray 

The helical flaw that began in the all-liquid portion of the insert zone of the boiler 
inlet persisted in the two-phase portion of the insert channel. A t  the end of the insert 
zone, the liquid remained separated from the vapor phase. A well-defined helical 
streamlet of liquid mercury formed in the inside helical grooves of the boiler. Because 
the X-rays revealed only the bu 
covering the boiler wall could b 
corrosion- deposition results). 

presence of a liquid mercury film 
m other evidence (e. g. , from the 



Downstream of the superheater inlet, no visual evidence of a liquid phase existed. 
However, this lack of evidence should not be construed as indicating that no liquid phase 

the limitations of the X-ray system, high-quality saturated vapor was indistinguishable 
from dry, superheated vapor. Likewise, a fine dispersion of liquid entrained in the 
vapor would have escaped detection. 

whatever passed through the superheater under normal ope f 

Off- Design Condit ions 

During about 10 percent of the 1147-hour run, there were intervals when the condi- 
tions in the loop deviated from the normal steady conditions described in the section 
Two-Phase Flow Conditions. These deviations consisted of cyclic variations of flow, 
pressure, and temperature triggered by various factors. In addition, 12 shutdowns 
were occasioned by the need for minor repairs or because of instrument malfunctions 
(see fig. 7). These shutdown and startup times were brief (less than 15 min) and, hence, 
were not counted as off-design intervals. 

Usually the off- design amplitudes of flow, pressure, and temperature variations 
were small (less than 10 percent variation in pressure, 2 percent in temperature). The 
normal conditions constituted the mean about which the deviations ranged. However, 
toward the last 300 hours of the run, during approximately 1 percent of the 1147-hour 
run time, occasional abrupt drops in the degree of superheat occurred. During these 
degraded intervals, not only low-quality (wet) vapor but also liquid streamlets traversed 
the entire length of the superheater. These off-design conditions are mentioned because 
they may have produced some of the mass transfer effects described in the ensuing para- 
graphs. 

RESULTS AND DISCUSSION 

The mercury loop was operated under two-phase conditions for 1147 hours at a peak 
liquid temperature of about 1075' F (585 K). The run was terminated as a result of flow 
channel constriction by deposits in the vapor throttle. After the test, 3/4-inch- 
(1. g-cm-) long sections were cut from the loop for metallographic and chemical analysis. 
These were cut longitudinally to expose a full half section. Metallographic examination 
was made in the as-polished and the etched conditions. Wet  chemical and electron-beam 
microprobe analyses were made on selected sections. 

In the first half of the boiler, corrosive attack consisted of leaching (selective dis- 
solution and removal) of the more soluble alloy elements (i. e . ,  manganese, chromium, 
nickel, iron, and cobalt, in the approximate order of their solubility in mercury). The 
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Figure 8. - Variation of maximum penetration depth and maximum deposit height along 
boiler-superheater. 

maximum depth of attack, about 10 mils (2.5~10-~ cm), occurred in the boiler insert 
zone where the peak liquid temperature existed. 

No corrosive attack occurred in the second half of the boiler o r  in the superheater. 
Instead, the tube surface in these locations was covered with an adherent deposit of ma- 
terial. that had been leached from the attacked zones. The depletion-deposition curve in 
figure 8 is based on the maximum depletion depth or deposit height found in each of a 
number of representative specimens taken from the loop. The curve in figure 8 is a 
faired plot that envelops the depletion-deposition pattern. 

Typical views of the depletion and deposition zones in the loop a re  presented and 
discussed in the following sections. 

The maximum dept curred between 
4 and 8 inches (10 and 
shown in figure 8, th 
type and severity of rographs shown 
in figure 9. The y layer on top of 
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(b) Detailed view of leached layer in boiler wall. 

Figure 9. - Concluded. 

Alloy Nominal Boiler-superheater sample zones 
elements composition 

(major of cobalt 1 2 3 4 5 I 
Vapor throttle deposits 

TypeA Type B 

13 

constituents alloy HS-25 
in order of 
abundance) 

Cobalt 50 to  52 
Chromium 19 to 21 
Tungsten 1 4 t o 1 6  
Nickel 9 to  11 
Iron 1 to 3 
Manganese 1 to 2 

Reference figures showing location and structure 

8 a n d 9  8 and 12 8 and 13 8 and 14 8’and 15 16(b) and (c) 

Leached Dendritic Two-phase Granular Dense Sublayer Overlayer 
layer deposit deposit deposit deposit 

Core Coating 

26 to  40 95 to 99 97.8 83.3 33 to 43 21 to 36 <0.01 0.8 
1.2 to  1.9 1 to 2 1.3 14.6 2 7 t o 3 1  30 to36  5.3 97.5 
6 3 t o 3 9  1 t o 2  <0.4 0.4 3 . 2 t o 4 . 8  7 .5 t012 .5  -0.05 0 .1  

0.2 t o 0 . 3  1 to 1 .4  <0.02 3.6 18 to 26 12.5 t o 2 1  77.5 1.0 
0.4 t o 0 . 5  -3.9 0.2 0.3 -0.1 0.3 to0 .3  0.2 -0.01 

17.2 -1 b<O. 1 b<O. 1 ----- ---- --------- ----------- 



the jagged-appearing interface with the alloy substrate. This layer contains numerous 
fissures and cracks and consists almost entirely of an insoluble residue. 

Results of an electron-beam microprobe analysis a I, which shows 
that the elemental composition of the leached layer is predo 
tungsten (W). An X-ray diffraction pattern indicated Co3W and a complex metal carbide 
of the structure M6C as major constituents of this layer. Although the layer was frac- 
tured in many places, the fractures did not result in significant removal of leached ma- 
terial from the remaining wall. However, a few places shaved evidence of slight ero- 
sion, spalling, o r  cracking. 

3 inches (8 cm) beyond that at which two-phase flow began (fig. 8) and the liquid tem- 
perature peaked. The maximum depth of attack remained approximately 0.010 inch 
(2. 5X10m2 cm) for an additional distance of about 3 inches (8 cm) and, beyond this a 
gradual decrease in attack depth occurred. Where the attack stopped, a dendritic de- 
posit buildup began. 

As mentioned previously, the bulk liquid stream flowed more or less uniformly in 
the helical grooves throughout the boiler. However, the liquid stream was not sharply 
defined but, in general, tended to spread over the boiler surface. Both the X-ray and 
metallographic evidence indicated that liquid coverage was fairly uniform because of 
spreading (by wetting) and agitation. As evident from figure 9(a), the bottom and the top 
of the boiler tube were nearly equally attacked, and the attack was not confined solely to 
the deepest portion of the groove channel. 

nor attacked in the same manner as the boiler wall. As mentioned in the section Two- 
Phase Flow Gonditions, the inception of two-phase flow began within the insert zone. 
Only a small amount of leaching attack was seen on the insert surface. Figure 11 gives 
evidence that the original tool marks on the insert were generally intact, which suggests 
that centrifugal forces and a vapor blanket separated the liquid phase from the insert sur- 

The depth of attack increased sharply from-the boiler entrance to a point about 

The cylindrical insert in the boiler inlet (see fig. 10) was neither attacked as heavily 

Figure 10. - Cutaway view of boiler inlet showing cylindrical insert and 
attack after 1147 hours. 
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(b) Detailed view of typical dendritic deposit in boiler (from sample zone 2 indicated in fig. 8). 

Figure 12, - Concluded. 

the layer increased to a maximum of approximately 9 mils (2. OX10-2 cm) in the latter 
half of the boiler. The appearance and apparent nature of the deposit changed with its 
location along the boiler. An apparent connection existed between the deposit height and 
the thickness (depth) of the liquid stream at various points along the boiler. 

Results of an electron-beam microprobe analysis of deposits removed from the 
boiler wall at sample zone 2 are given in table I. In this zone, the deposit is cobalt 
rich. A typical dendritic deposit of the type found in sample zone 2 is shown in figure 12 
(also see fig. 8 for location of sample zone). Farther downstream in the boiler (sample 
zone 3), the deposits showed small amounts of a second phase, which coated the outside 
of the original dendrites (see fig. 13). Results of electron-beam microprobe analyses 
made of the two-phase dendrites found in this zone (figs. 8 and 13) a r e  given in table I. 
The coating on this deposit is also cobalt rich, but it has a considerably greater chro- 
mium content than the deposit in zone 2. 

was noted. In this zone, they were compact and granular (see figs. 8 and 14), apparently 
the result of epitaxial gr (structure and orientation influenced b 
electron-beam micropr lysis of sample zone 4 is given in tab 
indicated a substantial increase in chromium and nickel content and 
crease in cobalt content in the deposits within sample zone 4. 

At the beginning of the superheater (sample zone 4), another change in the deposits 
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Figure 13. - Detailed view of dendritic deposit (from sample zone 
3 indicated i n  fig. 8) showing variation in composition. 

Figure 14. -Typical deposits in first half of superheater (from sample zone 4 indicated in fig. 8). 
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The inlet channel of the vapor throttle was free of deposit buildup. However, a 
copious accumulation of deposits was present downstream of the throttling orifice. 
These deposits collected on the conical plug and within the expansion chamber surround- 
ing the inlet tube (see table I and fig. 16). Two different deposits were found in  the 
throttle: deposit A, containing a high percentage of manganese, formed first, followed 
by a chromium-rich deposit, B. nt of matter that collected in the vapor throt- 
tle, especially in the throttle exit was  so great that it completely clogged the 
flow passage. During the last 10 h the 1147 hours test time, the deposits re- 
duced the flow passage to such a degree that it was impos 
ating conditions. 

vapor throttle deposit accumulate 
cumulation of the throttle deposi 

le to maintain normal oper- 

indicated that most of the The X-ray motion-picture dat 

ter the loop had been operating 
e valve during the latter part of 

the run. 

s located in the region where 
ated film condensation. Farther 
beyond, no deposits were 
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Figure 16. - Sectional views of vapor th e showing corrosion product accumulations. 
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Wherever atta lution (leaching) of 
mercury-soluble ele 
maining in the leach 
reflux capsule leach 
consisting predominantly of the material relatively insoluble in mercury. 

0.010 inch (0.025 cm), was reached in  the region where the liquid temperature peaked 
and two-phase flow began. Beyond this depth, the attack and liquid phase temperature 
both decreased. The foregoing is in agreement with the expectation that the greatest 
potential for  corrosive attack would,exist near the point where the liquid temperature 
was highest and, hence, the solution capacity was greatest. (Mercury solubility of the 
alloy elements increases exponentially with temperature. ) The deposition began where 
leaching attack ended, about 35 inches (90 cm) from the boiler entrance (see fig. 8). At 
this point, the liquid mercury was undoubtedly saturated. Downstream of this point, fur- 
ther vaporization of the mercury caused supersaturation and precipitation of excess 
solutes as dendritic deposits. 

A s  expected, because of its high solubility in mercury and i ts  low relative abundance 
in the alloy, the presence of manganese in the deposits increased toward the superheater 
exit. Because of the very low solubility of tungsten in mercury, the increase in the per- 
cent of tungsten in the deposits from sample zones 2 to 5 was unexpected (see table I). 
This increase might have been the result of its entrainment and deposition in fine particu- 
late form. Tungsten-rich particles were evidently eroded from the leached layer up- 
stream. Particles of the Co3W residue characteristic of the leached layer were found 
embedded at various places in the dendritic deposit. Thus, the transport of tungsten is 
believed to have occurred because of erosive processes acting on the leached layer, in- 
stead of normal solution processes, 

The unusally compact deposits (see fig. 15) in the last half of the superheater prob- 
ably formed from a concentrated liquid amalgam. This liquid amalgam probably entered 

ounts of elements re- 
e amounts in the HS-25 

s e s  was a residue 

The depth of attack increased sharply inside the boiler until the maximum depth, 

lets that were prominent during off-design intervals. 
deposits solely in the grooves indicates that centrifugal 

throttle was  either slow or  nil during most of the run. 
med during the last 300 hours (approx) of 

the run when the frequency of off-design intervals began to increase. The material was 
probably brought in by solute-laden liquid sprays that entered the throttle during these 
off-design intervals. The segregation of the manganese-rich and chromium-rich de- 
posits (A and B in fig. 16(c)) attests to  a rather complicated mass transfer process. 
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ion that follows, 

Plotted in figure 17 are the maximum penetrations observed in this high-velocity 
loop and in a previous NASA Lewis Research Center loop of HS-25 run for 400 hours 
(described in appendix B) as well as data for HS-25 reflux capsules run at llOOo F 
(839 K) (ref. 4) and two other HS-25 loops (refs. 5 and 6) with liquid velocities in the 
same range as the capsules. 

Comparison of these data suggests that velocity has an effect on the corrosion of 
HS-25 by liquid mercury. For example, in figure 17 the maximum penetrations for the 
400- and 1147-hour NASA loops fall far outside the 4-sigma standard deviation envelope 
of the capsule plot. By contrast, the penetration depths of the low -velocity loops of ref - 
erences 5 and 6 fall well within the standard deviation envelope. This envelope consists 
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span of four st 
sigma below the mean represented by the capsule data. 

- The corrosion mechanis 
liev se previously observed in t 
(ref. 4). Because there are not enough HS-25 loop data, eo 
of velocity cannot be determined directly. However, some significant inferences con- 
cerning rates can be made. 

Reference 4 explained that in reflux capsules three different rate stages were in- 
volved in the corrosion of HS-25 by mercury. In the first stage, penetration increased 
linearly with time; in the second stage, penetration increased in proportion to the 
square root of time; and in the third stage, penetration again increased linearly with 
time. The corrosion mechanisms associated with each of these stages are discussed 
in appendix C. 

Based on an analysis of the leached layer, we believe that only the first  two of these 
stages prevailed during the 1147-hour loop run (and also in the 400-hr loop). W e  further 
believe that the effect of velocity prevailed only during the relatively brief initial linear 
stage of the corrosion process. Although the velocity-dependent stage is believed to 
have lasted less than 15 hours, it had a pronounced effect on the depth of attack, as seen 
in figure 17. A discussion of the rate change and velocity effect interpretations of the 
loop data is presented in appendix D. 

Nature of corrosion layer. - A second linear rate process might have eventually 
occurred in the loop. We believe this is unlikely because the cracks in the leached 
layer of the loop differed from those of the capsules of reference 4 (see appendix C). 
The thickness of the leached layer beyond the root of the cracks in the loop remained 
significantly greater than that in the capsules. There was no indication that crack 
propagation toward the substrate in the leached layer of the loop would result in a sec- 
ond linear stage. After 1147 hours, the leached layer of the loop was essentially intact. 
In addition, the leached layer of the loop was considerably thicker, even after 1147 
hours, than the thickness attained in the capsules after 5000 hours. 

The leached layer in the loop might have remained intact beyond several thousand 
hours of operation. In this case, the parabolic rate process would be expected to con- 
tinue. If, on the other hand, cracking penetrated or  erosion reduced the leached layer 
thickness sufficiently, the penetration rate might again become linear as it did in the 
HS-25 reflux capsules. If this were the case, further penetration would once more be 
strongly affected by velocity, provided that such cracking, spalling, o r  erosion effects 
continued. 

The loop results probably represent the mode of corrosion that may be expected in 
general with HS-25 and sim resent, however, there is insufficient 
information regarding the differences the inception of the leached layer 
cracking o r  spalling in capsules and loops. Undoubtedly, the leached layer in the loop 
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Further Considerations 

. - If the mercury entering the boiler can 
be assumed essentially pure, the penetration results can be viewed as maximums under 
the flow and temperature conditions that prevail. Conversely, if other than virgin mer- 
cury enters the boiler, the severity of the penetration would not necessarily represent a 
maximum. Considering the precautions taken and the loop conditions that prevailed, the 
latter is unlikely. In any case, the greatest potential for corrosion existed in the boiler 
inlet zone where the peak liquid temperature existed. 

Another factor to be considered in two-phase flow involving nucleate boiling is the 
continuity of the liquid phase. X-ray observations revealed no discernible breaks in the 
bulk liquid streamlet in the region of maximum attack. It seems fairly certain that at 
least the mercury film coverage was  constant and unbroken in this region. In this case, 
the measured penetrations are true maximums in terms of the constant and essentially 
uniform exposure to liquid mercury. 

Pitting and erosion. - The irregular pitting on the boiler insert (see figs. 10 and 11) 
may be attributed to cavitation damage. The configuration of the insert zone and the 
presence of nucleation (boiling) were conducive to pseudocavitation. Vapor bubbles were 
probably entrained in the flow stream and forced against the insert near the line of con- 
tact between the boiler tube groove and insert. A slight difference in temperature of the 
insert surface relative to the vapor bubble could lead to bubble collapse and thereby in- 
duce cavitation. The similarity in appearance between the pitting attack observed here 
and that observed in mercury cavitation damage studies (ref. 10) lend support to the con- 
tention mentioned previously. 

Evidence exists of erosion of the leached layer in the insert zone opposite the pits in 
the insert (fig. 11). The effects of erosion are also discernible at other points in the 
boiler leached layer (fig. 9). Erosion is invariably evident in those parts of the leached 
layer surface that were exposed to the higher liquid stream velocities. 

- A quantitative evaluation of mass transfer in the 
complex nature of the processes involved. It was 
itation were not necessarily the sole contributors to 
sibly, some material was transported as undissolved 

entrainment or  in colloidal suspension. For example, a suspension of chromium might 
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have been carried by the essentially dry vapor through the superheater and into the vapor 
throttle. Entrainment of particles of Co3W in the mercury streamlet might account for  
the somewhat unusual distributian of tungsten in the deposits mentioned previously (see 
Discussion of Depletion-Deposition Results). The entrainment and suspension were 
probably caused by the erosive processes in the leached layer and deposits. 

vapor throttle may have been formed in consecutive stages. These stages were not 
necessarily generally connected with the off-design conditions mentioned previously. 
For example, the source of the chromium-rich deposits in the vapor throttle may have 
been the precipitates that formed initially in the boiler-superheater . Thus, deposit 
buildup in the throttle might have been a mass transfer stage that occurred after leaching 
and deposition in the boiler-superheater had reached a certain level. 

There are some indications that the deposit pattern in the boiler, superheater, and 

SUMMARY OF RESULTS 

A two-phase, forced- convection mercury loop constructed of the cobalt-base alloy 
HS-25 (L-605) was operated for 1147 hours with a liquid velocity of about 8 feet per sec- 
ond (240 cm/sec). The peak temperature in the boiler was 1075' F (858 K). The maxi- 
mum vapor temperature in the superheater was 1300' F (977 K). Post-test examination 
of the loop revealed severe corrosion near the boiler inlet where two-phase flow began 
and the liquid temperature reached i ts  peak value. A maximum penetration depth of 
10 mils ( 2 . 5 ~ 1 0 - ~  cm) was observed in this region. This depth was significantly greater 
than would be expected based on a direct comparison with the results of reflux capsule or  
lower velocity mercury loop tests of the alloy. This penetration indicates that liquid ve- 
locity was an important corrosion parameter, at least in the early stages of loop operation. 

The corrosion in the loop was  similar in many respects to that found in HS-25 ' 

(L-605) reflux capsules in which crucial corrosion mechanisms could be identified. This 
identification made it possible to reach tentative conclusions regarding the rate control- 
ling processes that occurred in the loop. 

Lewis Research Center, 
National Aeronautics and Space Administration, 

Cleveland, Ohio, March 10, 1969, 
120-27-02-18-22. 
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APPENDIX A 

S U RFAC E D ECO NTAMl NATlO N AN D CON D IT10 N I N G P ROC EDU RES 

C hem ica I C lea ni ng 

The chemical cleaning of the loop and its components was done in the following se- 

(1) Ultrasonic liquid or vapor degreasing 
(2) Ultrasonic alkaline detergent cleaning followed by distilled water rinsing 
(3) Warm etching with 5 percent hydrochloric acid (HC1) and 5 percent sulfuric acid 

qu enc e : 

(H2S04) (small parts dipped for 60 min and the acid solution was pumped 
through long tubular parts for 60 min) 

acid (HF) solution (same procedure used as in step 3) 

by a water-pumped-argon drying-out and backfilling 

(4) Passivation etching with 13 percent nitric acid (HN03) and 2 percent hydrofluoric 

(5) Final distilled water rinsing until a neutrality of about pH 7 was indicated followed 

All components were sealed in plastic bags or  capped while awaiting further fabrica- 
tion or  integration into the loop. All  welds were made by an inert-gas-enveloped elec- 
tr ic arc using HS-25 wire filler. A flowing argon purge was maintained within the loop 
during final assembly. 

Loop Thermal Conditioning 

In the assembled loop, after cleaning, evacuation, and mercury filling, wetting was 
induced in the pump cell and boiler by heating to a temperature of about l l O O o  F (868 K). 
Eeating was done initially under zero flow conditions. When the temperature reached 
approximately l l O O o  F (868 K), further heating was done with mercury flowing at a rate 
of about 100 pounds per hour (0.013 kg/sec). 

Evidence of mercury wetting by this thermal-conditioning method was most notice- 
able in the electrodynamic pump. As explained in reference 11, the developed pressure 
in the pump was directly related to the degree of wetting. 

The existence of adequate wetting in the boiler could be inferred from the character 
of the mercury flow pattern and from the ease in attaining stable boiling. The flow pat- 
tern observations and attainment of stable boiling indicated that about 2 hours were suffi- 
cient to secure adequate wetting in the boiler at temperatures between 1050' and l l O O o  F 
(839 and 868 K). 

27 



After initial wetting had been accomplished, the loop could be shut down, cooled to 
room temperature, and then restored to preshutdown conditions within 5 to 10 minutes. 
This completed the evidence indicating that prior to the shutdown relatively complete 
wetting existed. Also apparent was the fact that only slight dewetting occurred during 
shutdown in the absence of air leak-in. Previous experience indicated that dewettirig 
invariably occurred when the wetted interface was exposed to air. 

28 



loop. The 400-hour loop boiler consisted of tubing that was swaged with a helical groove 
identical to the one described previously in the APPARATUS section. However, the 
400-hour loop did not have an insert. Therefore, in the all-liquid portion of the boiler 
inlet, the axial-flow velocity was about 1 foot per secand (30 cm/sec). Downstream of 
the locus of two-phase inception, the liquid phase tended to follow the helical grooves 
and had a tangential velocity component of about 3 feet per second (90 cm/sec). (The 
mercury flow pattern was observed by X-ray as in the 1147-hr loop. ) 

The appearance and composition of the leached layer corresponded closely with that in 
the 1147-hour loop. Detailed examination of mass transfer effects was not undertaken 
with the 400-hour loop (outside the region of maximum corrosion). 

The maximum depth of penetration in the 400-hour loop was 5.8 mils ( 1 5 ~ 1 0 - ~  cm). 
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APPENDIX C 

CORROSION RATE-CONTROLLING PROCESSES 

The following discussion is based on the three-stage corrosion of HS-25 described 
in reference 4. The three stages are briefly termed linear I, parabolic, and linear 11. 

Linear I: Diffusion in Boundary Layer Controlling (Linear Time Rate) 

The basic mode of corrosion in the loop and capsules was simple solution of the 
boiler-wall alloy constituents. At first, the rate of transfer of dissolved material into 
the bulk liquid stream depended on diffusion through the liquid boundary layer. This 
diffusion is the rate-controlling process in the case of solids that are readily soluble in 
mercury (ref. 2), as in the case of most of the constituents of HS-25. In accordance 
with this concept, the depth of penetration should vary linearly with time (ref. 12): 

where p is the (maximum) depth of penetration, 40 is the boundary layer diffusion co- 
efficient, and t is time. 

Parabolic: Diffusion in Leached Layer Controlling (Parabolic Time Rate) 

After an interval of time, the leached layer becomes depleted of readily soluble 
species. This process, in the case of the alloy HS-25, results in the creation of a 
porous, sponge-like zone composed of a relatively insoluble residue material. This 
porous matrix becomes saturated with liquid that provides a medium for solute mass 
transport from the substrate to the liquid stream. Eventually, as explained in refer- 
ence 4, diffusion through the quiescent liquid in the porous layer becomes the limiting 
or rate-controlling process. This diffusion limitation appears to occur after the leached 
layer attains a certain critical thickness, approximately 1 mil ( 2 . 5 ~ 1 0 ~ ~  cm) in the case 
of the HS-25 capsule tests. The time-penetration relation for mass transfer through the 
liquid-filled leached layer gradually becomes parabolic as the layer thickness increases : 

where Dz is the coefficient for diffusion through the liquid-filled, porous (leached) 

30 



layer occurred as the depth increased. This c 
or tended to expose the unleached solid substrate. The linear med because the 
roots of the cracks penetrated to within less than the 1-mil (2.5x10-3-cm) critical thick- 
ness that marked the inception of the second stage. Furthermore, the crack roots con- 
tinually propagated toward the substrate, thereby ensuring the continuance of the second 
linear rate. 
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been reached. Prior to this event, the rate was probably linear with time. The rate 
processes and rate change from linear to parabolic can be inferred from the capsule 
study of reference 4 (as abstracted in appendix C). Note that the term criti 
as used herein denotes an approximation. As  stated in reference 4, the change in time 
dependence was continuous and should not be construed as altering abruptly when the 
critical thickness was reached. 

The critical leached layer thickness for HS-25 reflux capsules was approximately 
1 mil ( 2 . 5 ~ 1 0 - ~  cm) (ref. 4). Herein, it is deemed reasonable to suppose that corrosion 
rate changeover also occurred in the loop when the leached layer thickness became 1 mil 
( 2 . 5 ~ 1 0 - ~  cm). 

Velocity Effect in Boundary Layer Diffusion 

According to reference 2, convective diffusion in the boundary layer is influenced by 
the linear velocity of the bulk liquid. Evidence of this velocity effect on corrosion pro- 
cesses has been cited by previous investigators (e.g., see refs. 8 and 9). In the pre- 
viously cited references and in references 2 and 3, corrosive penetration is shown to 
vary with velocity under certain conditions. For example, let the penetration rate p by 
corrosive attack be taken as being directly proportional to the mass transfer rate across 
the liquid boundary layer at the wall w. Therefore, 

p a  4 t w d t  

r.de that the rate w will, in general, vary with time. 

velocity if all other conditions are held constant: 
According to reference 2, w and therefore p wil l  vary exponentially with liquid 

p cx: ve 

where p is maximum depth of penetration, v is velocity, and e is a constant. The 
author of reference 2 suggested that e should be nearly 1 or  perhaps about 0.8. This 
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value is based on empirical heat-transfer relations (ref. 13) and is widely quoted. 

equation 
to or greater than appr 
cases where a boundary layer exists, and diffusion therein 
ingly, the velocity dependence of penetration in the loop should have prevailed only 
during the relatively brief period when the leached layer thickness grew to a critical 
magnitude of approximately 1 mil (2. 5 ~ 1 0 - ~  cm). This period is assumed to be about 
12 hours and was found by extending a half-power line from the 1147-hour data point in 
figure 17 (p. 23) to intercept the 1-mil (2.5x10m3-cm) ordinate. Note that each of the 
two NASA Lewis Research Center loop points in figure 17 should lie on different lines 
having slopes of one-half in a logarithmic plot of penetration against time. This is be- 
cause the velocities and flow channel geometries in these two loops were not the same. 

Two restrictions in appl 

Velocity Effect Interpretation 

Certain precautions should be used in handling penetration data obtained with mate- 
rials subject to the velocity and rate change effects described in the previous section. 
Particular attention should also be given to the fact that the maximum attack may occur 
in a region where two-phase flow and nucleation exist. In this latter case, as in the 
loops reported herein, it is important to know the liquid phase flow patterns and thereby 
have a better idea of conditions existing in the region of maximum attack. 

A complication arises in the case of materials like €IS-25 if  penetration measure- 
ments are made after a penetration rate change has occurred (presumably from linear 
to parabolic). Interpretation of loop results for velocity effects should then follow the 
procedure suggested in the next paragraph. 

under identical conditions except for velocities. The penetration depths p1 and p2 
will be related to the velocities by the expression p1/p2 = ( V ~ / V ~ ) ~  only if the measure- 
ments are taken during the interval when boundary layer diffusion is rate controlling. If 
the rate process is assumed to change from linear to parabolic at the same critical thick- 
ness in each loop irrespective of the velocity level, the relation between penetrations and 
velocities becomes 

Assume that two high-velocity loops have been operated for the same length of time 

where p1 and p2 are the maximum depths measured after the time dependence of 
penetration changed from linear to parabolic. 
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